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Fig.1 300K La2/3-xLi3xTiO3 x=0.05 Fig.2

Cmmm No.65  a = 7.65012 7   b = 7.67254 7   c = 7.70881 7 Li
La1 4j 0.0 0.2387 3 0.5 , La2 4i 0.0 0.2486 2  0.0 , Ti

8o 0.2515 5  0.0 0.2606 1 , O1 8m 025 0.25 0.2303 7 , O2 4l
0.0 0.5 0.2579 9 , O3 4k 0.0 0.0 0.211 1 , O4 4h 0.229 1  0.0 0.5 ,

O5 4g 0.267 1  0.0 0.0
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Fig.3 La2/3-xLi3xTiO3 x=0.05
PRIMA[3]
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