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Rwp (%) a( ) b( ) c( ) (°)

(hb)
(Na,K)0-1Ca2(Mg,Fe2+,Fe3+,Al)5

  Si6-7.5Al2-0.5O22(OH)2
6.16 9.9996(5) 18.0523(7) 5.2859(2) 104.050(3)

(ti) CaTiSiO5 7.41 7.05723(4) 8.70408(4) 6.55496(3) 113.8620(4)
(gar) (Fe2.3-2.4Mn0.04-0.06Mg0.4-0.5)Al2Si3O12 6.93 11.6173(1) 11.6173(1) 11.6173(1)

(Fe2-2.2Mn0.3-0.6Mg0.2)Al2Si3O12 11.58882(8) 11.58882(8) 11.58882(8)
(di) Ca(Mg,Fe)Si2O6 7.98 9.74980(6) 8.92341(4) 5.25639(3) 105.9030(5)

(Crpy) Ca(Fe,Cr)Si2O7 7.35 9.74510(6) 8.92150(5) 5.24942(3) 105.8070(5)
(ep) Ca2Al2(Al,Fe3+)OOH(Si2O7)(SiO4) 5.56 8.89032(5) 5.62419(2) 10.15485(6) 115.4181(4)
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