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Fig.1 Fe85.2Si1B9P4Cu0.8 as-quench 365 C 380 C 0 sec XRD
Fe 200

 

 
 
Fig.2 40 K/min 300 K/min -Fe

Fe85.2Si1B9P4Cu0.8 Fe 100 XRD  
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