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Table 1 Results of the curve-fitting

Sample Shell CN R(Å) 2 (Å2) R-factor 
Sanitary ware O 1.7 2.22 0.076 1.995 

Ag2O O 2*  2.04* 0.010 - 
*Parameters are fixed during calculation. 

Fig.1 XANES spectra and FTs of k3-weighted (k) of 
sanitary ware(a) and Ag2O(b).
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Fig.2 XANES spectra of 
sanitary ware without (a) 
and with (b) UV irradiation.

25500 25600

(b)

(a)

Energy / eV

In
te

n
si

ty
 /

 a
.u

.


